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Keyue Advanced Materials Technology Co., Ltd.
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PRODUCT TEST CERTIFICATE

XCKJ-QFR-004 A0

IEZL i BROE Ay s
Product Name Spherical HF Powder Type 45-106um
b5
Lot No. SDT260918-Hf
£ % B4+ Chemical Composition
JLHR H{E Value for il 77 % LR H{E Value for il 77 %
Element (%) Test Method Element (%) Test Method
Hf Bal. ICP-AES Cr 0.0043 ICP-AES
Fe 0.0078 ICP-AES Nb 0.0091 ICP-AES
Si 0.0039 ICP-AES Cu <0.001 ICP-AES
Al 0.0061 ICP-AES Mg 0.0521 ICP-AES
Ti <0.001 ICP-AES Mo <0.001 ICP-AES
Ni <0.001 ICP-AES A <0.001 ICP-AES
Mn <0.001 ICP-AES Zr 0.0239 ICP-AES
FHiAth <0.02 /
SR EE Gas Impurities
JLER Bl AL b E JLER HH R b E
Element | Value(%) | Test Standard Element Value(%) Test Standard
H 0.0014 | GB/T 15076.15-2008 0 0.080 |GB/T 15076.14-2008
% & Density W.3h 1 Hall Flow Rate
P R SL N, " S,
| IRk L R | Kot
Apparent Density Tap Density
Test Standard | Value(s/50g) Test Standard
(g/cm3) (g/cm3)
GB/T 1479-1984
7.2 8.6 7.5 GB/T 1482-2010
GB/T 5162-2006 |
HLGE IR
SEM
B :
H%E Decide W R TR PR ESR Meet the requirements
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